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evidence that the molecular packing structure of protein filaments is an important determi-
nant of these unique material properties. Both cytoskeletal and extracellular filaments are
supramolecular assemblies with a highly organized molecular structure dictated by specific
noncovalent interactions between the constituent proteins. For a quantitative understanding
of the relation between the mechanics and structure of these biopolymers, we need to be able
to quantitatively characterize their internal molecular packing arrangement. This task is chal-
lenging as biopolymers are thin structures (with widths of 5–25 nm for cytoskeletal filaments
and 10–500 nm for extracellular filaments) with small masses (1 kDa—1 MDa). One powerful
tool to spatially resolve the mass density of supramolecular protein assemblies is scanning
transmission electron microscopy. In this technique, a converging beam of electrons scans
across a thin specimen and by collecting only those electrons that are scattered at very high
angle, the so-called High Angle Angular Dark-Field Mode (HAADF) (Fig 1A), the resulting
image intensity is directly proportional to the mass of the specimen[4,5]. The proportionality
constant necessary to satisfy this relation can be obtained either by an extensive calibration of
the electron microscope [6,7], or by imaging the protein of interest together with a reference
specimen that serves as an internal mass calibration [5,8].

Although mass mapping with STEM has already been performed on multiple different sys-
tems [9–14], its applicability and the information content have been greatly limited by the
approach used for data analysis. To obtain the mass per unit length of the filaments, typically a
manual image analysis is performed: a box is drawn around the filament of interest, and the
integrated intensity is computed inside this region, taking into account a correction for the
background intensity surrounding the filament. This approach has several drawbacks. First,
there is the limited statistics that can be reasonably reached by manually selecting the coordi-
nates and/or width of the bounding box. Second, manual analysis requires user input in defin-
ing the bounding box, which could potentially introduce a considerable human bias in the
results, particularly if the width of the filament is one of the variables to be analyzed. Finally,
the discretization of the points along the filament axis could mask interesting features about
spatial modulations in protein density along or across the filament axis. Many natural proteins
form filaments that are highly ordered due to precise axially staggered self-assembly. The best-
known example is the extracellular matrix protein collagen, a long rod-shaped molecule that
assembles in a quarter-staggered manner to form filaments with a 67 nm axial periodicity
referred to as the D-period [11,15].

Here, we report a semi-automated algorithm to retrieve the mass per length of filamentous
structures and obtain high throughput information on the correlation between filament mass
and morphology. Our method automatically tracks the filament skeleton and its borders via a
modified canny edge detection with the wavelet transform [16–18], resulting in a robust track-
ing even in conditions of low image contrast for proteins of low density. The principle of this
analysis is to smooth the image and compute its gradient, by convolving the image with an
appropriate filter, such as the first derivative of a Gaussian function. This approach allows us
to retrieve the distribution of mass per length and the widths for all fibers within a given
image. Moreover, it enables us to quantify detailed structural features of fiber and network
assembly, such as fiber internal packing, axial packing periodicity, fiber twisting and branch-
ing. The method we propose therefore opens up the way to quantitatively dissect the assembly
of complex filamentous structures, from natural to synthetic fiber-forming systems.

Results and discussion
The workflow of our algorithm is summarized in Fig 1B. The starting point is the unprocessed
HAADF image (Fig 1C), where the intensity is minimal for the background (black) and
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maximal for the pixels containing the specimen that scatter the electrons (white). The method
follows two independent tracking processes, one to detect the filament edges, and the other
one to detect the filament main axis, or skeleton (Fig 1D–1E). The skeleton is detected by thin-
ning a binary mask obtained by thresholding the intensity of the image (smoothed by a Gauss-
ian filter). Next, neighboring points are connected into chains by a 8-neighbour rule and each
chain is labeled with a different number to identify connected points. Short chains may be
identified as noise and discarded at this point. The final step in tracking the filament skeleton
performs a local linear fit around each point (Fig 1F), in order to obtain the local orientation
of the filament and to retrieve transverse intensity profiles all along the axis of the filament.
The fit range can be modified depending on the persistence length of the filament. In the edge
tracking algorithm, we use the first derivative of a Gaussian as a kernel. When using this func-
tion in the wavelet transform, the result is a smoothed version of the 2D gradient of the image

Fig 1. Overview of the method for filament tracking and mass-per-length (��) computation. (A) Scheme of the HAAFD mode, where the incident electrons are
scattered by the specimen and collected at high angles with an angular detector. (B) Algorithm workflow showing the steps and the corresponding output (color-filled
text boxes in the lower right corners). (C) Unprocessed image of TMV rods (bright short rods) and Fd bacteriophages (dim long filaments) serving as input in this
example. (D) Tracked edges (magenta) and skeleton (blue) points, used to compute the ��. Only the filament segments with a clean background and without intensity
saturation are retained. (E) Image inside the black square shown in (D), with the tracked points overlaid. (F) Tracked edges and skeleton points inside the dashed white
square shown in (E). The blue line shows the linear fit to the skeleton point in the center while the corresponding cross section is shown in magenta. The solid black
squares represent the pixels in the filament cross section. (G) Intensity profile of the cross-section of the TMV rod in (F). The vertical lines show the detected edges and
skeleton. Dark and light grey represent the integrated intensity for the filament and the background, respectively. (H) Same as (G) for an Fd filament indicated with a
black line in (D).

https://doi.org/10.1371/journal.pone.0226277.g001
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[18]. Moreover, the transform gives an argument and a modulus for each point, that can be
used as input for a Canny detection algorithm. At each image coordinate, a point is considered
an edge if the wavelet transform modulus is a local maximum when compared to its neighbor-
ing pixels. The comparison is made with those pixels that follow the argument of the wavelet
transform at that point. To identify ‘true’ edges, the points are chained together and a double
hysteresis algorithm is applied to connect weak with strong edges [16]. Once the filament
edges have been detected, they can be assigned to a point in the filament axis (skeleton), by
looking for them in the cross-section profile (Fig 1F). The integrated density is then computed
for the identified filament region, subtracting the intensity of the background on each side of
the filament to correct for any scattering from the background and the support film (Fig 1G
and 1H). If the constant of proportionality between the intensity and mass per length (��) is
known, the integrated intensity can be converted to �� values. In this study, we use tobacco
mosaic virus (TMV) rods for mass calibration, since these have a constant and well-known
mass per length ratio [19]. However, depending on the morphology and mass range of the fila-
ments to be studied, other well-calibrated structures can be used as reference, for example Fd
bacteriophages [20], which appear as dim long filaments in Fig 1C and which likewise have a
constant and well-known mass per length ratio (S1 Fig).

Method validation on virus rods and cytoskeletal filaments
The cell owes its shape and mechanical properties to a filamentous scaffold known as the cyto-
skeleton. Two of the structural proteins forming the backbone of the cytoskeleton, actin and
microtubules, are known to assemble into relatively simple and monodisperse structures.
Therefore, we decided to use these proteins as test structures to validate our method. Actin fila-
ments are helical polymers composed of two linear strands of globular actin subunits (Fig 2A,
inset). With a width of only 8 nm and �� of 16 kDa/nm [9,21,22], an actin filament is one of
the smallest structures we can measure given the accuracy of STEM mass mapping: in general
an image resolution of 2–4 nm can be achieved depending on the sample preparation, while
the mass range that can be detected is typically in the range of a few 10 kDa up to 100 MDa
[4,23]. Fig 2A shows a HAADF image of an actin filament deposited on an EM grid covered
with a 3 nm thick carbon film. Although it is possible to reach a higher resolution by increasing
the magnification of the microscope, it is important to keep the electron dose per nm2 to a
minimum to prevent mass loss of the protein [5], and thus, an incorrect mass quantification.
We optimized the imaging settings to enhance contrast, while maintaining the intensity of the
reference TMV rods (lower right corner in Fig 2A) just below saturation. Our tracking method
recovers an homogeneous distribution of �� values, with<��> = 17.22 � 6.91 kDa/nm and
an average width<w> = 15.77 � 1.82 nm. The width of the filaments is larger than expected,
which is likely explained by two factors. On the one hand, the spatial resolution is limited since
1 pixel typically corresponds to ~ 1 nm and the edge tracking method has a maximum accu-
racy of 2 nm in determining the width of a filament (�1 pixel on each border). We can thus
expect an error on the order of 2–4 nm depending on the image resolution. On the other
hand, the sample preparation can also change the width of the fibrils compared to the hydrated
diameter in solution due to surface adsorption and drying. To prevent changes in the fibril
width and, in extreme cases, possible structure collapse, it is preferred to use physical or chem-
ical fixation, for example by freeze drying, vitrification [24], or glutaraldehyde fixation. Since
we avoided chemical fixation in order not to change the ��, the actin filaments likely flatten
upon surface adsorption. As we were mainly interested in the mass of the filaments, we opted
to use a simple method for sample drying, which does not require any specialized equipment.
We next tested our method on microtubules, which form hollow sheets made of 12–15 linear
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protofilaments [25] (see inset of Fig 2B). Our tracking method recovers an<�� > =
178.7 � 29.9 kDa/nm and a mean width<�> = 32.8 � 3.76 nm (Fig 2C), matching the values
of native microtubules [26]. Microtubules exhibit less filament broadening than actin fila-
ments, perhaps due to their larger rigidity. However, they exhibit a broader spread in �� val-
ues, consistent with the known variability in protofilament number [25,27]. Given our sample
preparation (see Methods), we can expect microtubules with predominantly 13 and 14 protofi-
laments, with a respective �� of 181.5 kDa/nm and 195.4 kDa/nm, in agreement with our
results. In addition, the microtubules we obtained have ends with a reduced �� (Fig 2B), likely
because we did not chemically stabilize them.

Structural analysis of more complex fibril-forming systems
The protein mass of filamentous structures is an essential parameter indicating the number of
subunits present. Above we considered actin and microtubules, both proteins with a relatively
simple and well-defined assembly process. In this case the filaments form a homogeneous pop-
ulation and the average �� and width values provide a sufficient description. However, many
proteins of the extracellular matrix, like fibrin and collagen, form more complex and polymor-
phic supramolecular structures, and data averaging would obscure polymorphism within and
between filaments. Since STEM provides concurrent information on the mass and shape of
individual filaments, we propose that it is an attractive tool to study proteins that assemble
into hierarchical structures. We demonstrate the potential of our filament tracking method in
combination with STEM mass mapping by analyzing the assembly of collagen fibrils.

Fig 2. Mass mapping of cytoskeletal proteins. Unprocessed images of (A) an actin filament and (B) a microtubule. The short bright rods marked by an asterisk in both
images are TMV rods used as reference. (C) Kernel density plot of the filament mass per length (��) and width (w) for data collected from multiple images of
microtubules (purple), TMV (black) and actin (blue). The dotted lines show the mean fitted values, and the circles indicate the expected values from literature with
a � 10% spread. For microtubules, the three circles correspond to structures with 12, 13, and 14 protofilaments. � = 8150 (actin), 2986 (microtubules), 5450 (TMV)
segments.

https://doi.org/10.1371/journal.pone.0226277.g002
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Collagen is the main structural element of the extracellular matrix of connective tissues,
important for force transmission and load-bearing [28]. The morphology of the fibrils and the
architecture of collagen fibril networks vary widely among tissues, providing tissue-specific
mechanical functions. Reconstitution studies have shown that collagen assembly is regulated
by many environmental factors, such as temperature, pH, and ionic strength [11,29,30]. A few
studies have shown that STEM can be a useful tool to decipher the molecular pathway of colla-
gen assembly [11] but a detailed analysis has been lacking due to limitations in image process-
ing. To test the applicability of STEM, we polymerize collagen fibrils from bovine dermal
collagen I and adsorb them to an EM grid. As shown in Fig 3A, the resulting fibrils are highly
variable in width. The corresponding histograms of �� (Fig 3D) and width (�) (Fig 3E) show
several peaks, indicative of multiple populations. Note that the high output of our method
uniquely reveals this polymorphic behavior. In the image analyzed (Fig 3A), we recover the
information from over 5000 transverse fibril segments. Segments where the background or the
fibril were contaminated by salts or other unwanted structures, were manually filtered out
from the dataset based on visual inspection.

The EM image reveals several morphological features known to be characteristic of collagen
fibrils (Fig 3C): the fibrils are branched, bundled and twisted at large (micron) scales, and they
have an axially periodic packing structure at the nanoscale [11,14,31]. The packing periodicity
is clearly visible from the regular bands with alternating regions of high and low intensity (�.�.
mass). Furthermore, the fibrils have tapered ends, consistent with prior observations both in
tissue and reconstituted collagen [11]. The packing periodicity is often studied with atomic
force microscopy [14] (AFM) which can provide morphological, but not mass information.
When we image our EM sample by AFM (Fig 3B), we indeed observe the same qualitative fea-
tures in the fibril topography as in the HAADF images of the fibril mass density (S2 Fig).

Lateral assembly and fibril packing
The basic unit of a collagen fibril is the tropocollagen molecule, which consists of an uninter-
rupted triple helix of nearly 300 nm in length and 1.5 nm in diameter [32]. In addition, the
molecule may contain two short extra telopeptides, N- and C-terminal domains of 11 to 26 res-
idues, which account for only ~2% of the molecule but which are critical in the assembly of the
fibrils. The absence of these telopeptides results in a loss of diameter uniformity and changes
in the fibril assembly pathway [28,33]. Fibrils reconstituted from purified collagen usually
exhibit high axial periodicity, but their degree of lateral packing order is still elusive. X-ray dif-
fraction studies in tissue collagen indicate an almost crystalline molecular packing [29,31,34],
but deviations from this model are often observed. The differences have been attributed to
fibril curvature and twisting or to the coexistence of ordered and less-ordered domains along
the fibril axis [35,36]. However, all of these explanations remain speculative, and are mostly
supported by theoretical models of molecular packing, without clear experimental evidence.

To address the question of the degree of packing density in collagen fibrils, we have studied
fibrils with the presence (telo-) or absence (atelo- collagen) of the telopeptides. Rather than col-
lapsing all the data into simple �� and � distributions (as done in Fig 3) we now focus on the
evolution of �� with the fibril diameter (�). Fig 4B shows the resulting curve for telocollagen
(in blue) and atelocollagen (in red), where all the data (7 images with 50 fibrils for telo-, 14
images with 85 fibrils for atelo- collagen) has been pooled together, binned and averaged over
a width window of 5 nm, which is the lowest imaging resolution we have in our dataset. We
found that, for thick fibrils (w > 100 nm), atelocollagen fibrils have considerably lower values
of �� compared to telocollagen, indicating a looser molecular packing. Since the �� and � of
a single tropocollagen molecule is known (�� and �� respectively), we can estimate the
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Fig 3. Mass mapping of bovine type I collagen fibrils. (A-B) Images of reconstituted atelocollagen fibrils adsorbed on an electron microscope grid. Images of the same
sample were acquired using (A) HAADF mode with STEM, and (B) AFM contact mode in air (height color coded from 0 to 55 nm). Scale bar 500 nm. (C) Sketch of the
different morphological features encountered in collagen fibrils, as seen in (A-B). (D-E) Distribution of the fibril width � (D) and �� values (E) for the collagen fibrils in
the image shown in (A). n = 5000 segments.

https://doi.org/10.1371/journal.pone.0226277.g003

Fig 4. Collagen fibril packing. (A) HAADF images of representative fibrils from atelo- and telo-collagen. The bottom
row shows an example of a bundle where multiple telocollagen fibrils join. Scale bar 200 nm. (B) Average �� values as
a function of average fibril width, �, for telo- (blue) and atelo- (red) bovine collagen type I. The dotted lines show the
expected �� values from Eq. (1) for �� = 2 (black) and �� = 1 (gray), and the fits with �� = 1.687 and �� = 1.525 for telo-
(blue) and atelo-(red) collagen, respectively. Fibers in the grey-colored region are all bundles. The error bars represent
the standard deviation. � = 15695 (telo-) and � = 41730 (atelo-collagen) segments.

https://doi.org/10.1371/journal.pone.0226277.g004
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where 	
� is the number of tropocollagen molecules per cross section of the filament, and �� is
the power law describing the fibril packing density that can adopt values in the range of 1 � ��
� 2, with �� = 1 (dashed gray line in Fig 4B) corresponding to a quasi-bidimensional or flat
structure, and �� = 2 (dashed black line in Fig 4B) when the molecules uniformly occupy the
interior of a cylindrical fibril. For intermediate values, 1< �� < 2, we encounter a fractal struc-
ture, where the molecules are not as tightly packed. It is important to keep in mind that with
STEM, as with any other technique where the biopolymer is interacting with a surface, some
flattening of the fibrils can occur due to surface adsorption, which will also impact the packing
density that we measure. Since we are mostly interested in the comparison between atelo- and
telocollagen under the same conditions, the relative change of �� values is still a meaningful
parameter that is linked to the packing density in the fibrils. Using Eq. (1) to fit the data, we
obtain �� = 1.687 +- 0.003 for telocollagen, and �� = 1.525 +- 0.003 for atelocollagen. This small
difference in �� translates in a large reduction in the fibril �� of up to 50% for the thicker fibrils
(w ~ 400 nm) when the telopeptides are absent. The difference is particularly noticeable for
widths larger than ~100 nm (S3 Fig). This could signify that telocollagen fibrils have a similar
packing density in the core as atelocollagen fibrils, but a tighter packing in the periphery.
Another interesting observation is that we observe two packing regimes for the telocollagen
fibrils: the �� monotonically increases with width until ~400 nm, and thereafter increases
more slowly. This threshold coincides with a clear change in morphology, from single fibrils
for widths below ~400 nm to bundles above this threshold (grey-colored zone in Fig 4B).

Longitudinal assembly and spatial features
A characteristic feature of the collagen fibrils is the so-called D-pattern or D-spacing, a peri-
odic banded pattern appearing along the fibril axis. This axial periodicity is the result of the
tropocollagen molecules aligning laterally in a quarter-staggered manner (Fig 5A), but details
of the assembly process are still being studied with the aid of different theoretical models
[15,29,33]. It has been proposed that the lateral molecular packing differs between the regions
of the D-spacing, resulting in alternating regions of high packing density where the molecules
overlap, and low packing density in the gap regions [29]. To test this hypothesis, we extracted
the ��(�) values for the gap and overlap regions in a collagen fibril showing a clear D-pattern
(Fig 5B). Starting from the semi-automated tracked points, we manually selected those sections
that by visual inspection corresponded to either gap or overlap regions, giving a total of
� = 547 and � = 733 cross-sections for ~80 gap and overlap regions, respectively. Fig 5C shows
the resulting curves for the �� values averaged over 5 nm width bins. Fitting the data with Eq
(1), we found �� = 1.67 +- 0.002 for both the gap and overlap regions, suggesting that the alter-
nating regions differ in their �L but not in packing density.

Our analysis also allows us to spatially map variations in �� and width along the fibril axis.
Fig 5D shows the �� (black) and � (gray) profiles as a function of the fibril axis �, for the fibril
segment enclosed by the asterisks in Fig 5B. Both the width and mass progressively increase as
we move from the pointed end to the fiber middle. This behavior is reminiscent of tapered
ends known as ��-tips and ��-tips that have been identified for fibrils assembling from procolla-
gen. However, those tapered ends were reported to grow by only 17 and 113 molecules/D-
period, respectively [37], whereas for the fibril shown in Fig 5D we find an increment of 248 
12 molecules/D-period, for the first 4 D-periods. This large difference in taper, together with
the morphological appearance in the STEM image, suggests that the tapered ends we observe
here are due to fibril splitting as a consequence of the sample preparation for EM imaging (see
Methods) instead of a specific fibril growth mechanism [37]. The spatial map of the �� varia-
tion along the fibril furthermore enables us to infer a value for the average D-spacing of
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<�> � ��.�  �.� nm, consistent with prior reports based on negative stain EM and AFM
[15,28,33]. The ��(�) profile shown in Fig 5D furthermore enables us to directly check the
quarter-stagger assembly model (sketched in Fig 5A) by measuring the ratio in �� for the
overlap and gap regions. We take for the positions of the overlap region, �����, each of the local

Fig 5. Mapping axial order in a telocollagen fibril. (A) Scheme of the quarter-staggered lateral assembly of collagen,
resulting in a periodic pattern of overlap and gap regions. (B) STEM image of a single fibril from a telocollagen
network. The inset is a magnification of the area in the white dashed square, where the contrast has been optimized to
show the D-spacing pattern. Scale bar 1 �m. (C) Average �� values as a function of � for the overlap (black squares)
and gap (white squares) regions in the image shown in (B). The solid black line shows the fit to Eq. (1) with �� = 1.67.
(D) Axial mass profile for the fibril indicated with an asterisk in (B). The white circles show the raw �� data, and the
black line the smoothed data. The corresponding width profile is shown in gray. The black upside triangles indicate the
positions of the overlap regions ����� (E) Ratio between the number of tropocollagen molecules per cross section in the
overlap (	����) and gap (	���) regions of the profile shown in (D). The x-axis shows the axial position of the overlap
region (�����), normalized by the mean D-spacing of the fibril,<�> = 66.7 � 5.4 nm.

https://doi.org/10.1371/journal.pone.0226277.g005

Fig 6. Fibril twisting. (A) STEM image of a single fibril from bovine telocollagen. The asterisks indicate the points where the intensity is enhanced and the
morphology suggests the presence of fibril twists. (B) Cropped STEM image (shown in A), where the fibril has been rotated to be horizontal, and the contrast is
optimized to show the twisting. The edge tracking is overlaid, with the ����� color coded in the same range shown in (C). (C) Axial profiles for fibril ��, �, and
intensity �. The gray rectangles serve as a visual aid to identify the regions where fibril twisting is observed in the image shown in (B).

https://doi.org/10.1371/journal.pone.0226277.g006
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maxima observed, and the number of tropocollagens per cross section in the overlap, 	����, as
the value of �� (�����)/��. For the gap regions, 	���, we take the mean value from the local
minima before and after �����. Fig 5E shows the ratio 	����/	���, as a function of D-period. In
all the overlap regions, we get a greater number of molecules compared to the gaps, regardless
of the fibril width and/or distance from the tip. In this particular case, there is a mean ratio of
	����/	��� = 1.15 +- 0.006, consistent with the theoretical ratio of 1.2 proposed in Ref. [29].

So far we have paid attention exclusively to the two main outputs of our tracking method
for STEM mass mapping: the filament �� and width. However, we can gain additional infor-
mation by correlating this information with secondary variables involved in the processing of
the images. One of the fibril features that can be studied is the intensity, which is dependent,
among others, on fibril twisting. Fig 6A shows the image of a collagen fibril that appears to be
twisted at the points indicated by the white asterisks, where the intensity is higher and the fibril
is thinner (Fig 6B and 6C). To make sure these variations in intensity are due to twist and not
to differences in protein mass, we can correlate the mass profile ��(s) with the intensity profile
�(�) (Fig 6C). In this example the twisting points do not correlate with variations in fibril mass,
suggesting that the �(�) variations are indeed due to twisting. This phenomenon is reminiscent
of prior reports of twisting in collagen fibrils [15], although it is unclear to what extent the
interaction of the fibril with the surface plays a role here.

Conclusions
We have developed a semi-automated algorithm to perform a detailed quantitative mass analy-
sis of filamentous proteins from scanning transmission electron microscopy (STEM) images.
Although different methods can be used for measuring the molecular packing structure of pro-
teins, �.�., small angle scattering using synchrotron radiation and optical turbidity measure-
ments, they rely on bulk measurements and often involve assumptions about the network or
protein structure to support the data analysis [38–40]. The spatial resolution and correlative
image-mass analysis of our approach allows us to retrieve, in a label-free manner, information
about the filament mass per length, molecular packing density, and about features related to
the axial and longitudinal assembly of the protein. This information complements the struc-
tural information one can obtain by nanoscale infrared and enhanced Raman spectroscopy
measurements, which provide spatially resolved information on the secondary structure of
protein fibrils [41–44]. We have demonstrated the potential of automated STEM mass map-
ping by studying the structure of a wide range of biopolymers important in the cellular cyto-
skeleton and in the extracellular matrix. Our findings demonstrate that STEM has a wide mass
range, from 17 kDa/nm for Fd bacteriophages and actin filaments to 20 MDa/nm for collagen
bundles. However, we caution that attention must be paid to the thickness of the specimen
[14], which should not exceed ~ 200 nm, and to possible sample deformation induced by the
beam or the vacuum. We therefore recommend to validate the fibril thickness with an inde-
pendent technique such as AFM, which, as we showed, can be performed on the same EM grid
as used for STEM imaging.

A major advantage of the automated analysis over more traditional manual analysis
approaches is the ease of obtaining high statistics where maps of the protein mass can be corre-
lated with the local filament morphology. Our analysis of collagen fibrils shows that this
approach is ideal for polymorphic systems of proteins that form filaments with a hierarchical,
three-dimensional packing structure. There are many examples of such hierarchical fibril-
forming proteins in nature where the hierarchy is essential for the mechanical and biological
function. Axially periodic packing for instance ensures toughness and biological recognition
in collagen [45,46] and high resilience in fibrin [47]. Although we have focused on the
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description of ordered structures and molecules, mass mapping can also be used for filaments
containing disordered regions, such as intermediate filaments [48] or fibrin [49], where infor-
mation on the existence of unstructured sidearms can be inferred. Recently there is a growing
effort in the chemistry community to design synthetic fibril-forming systems that mimic these
features, based on peptides, DNA, or synthetic molecules [50–52]. STEM imaging coupled
with our automated analysis provides an ideal tool to investigate the self-assembly processes of
both natural and synthetic systems to aid in the design of filamentous (bio)materials.

Materials and methods

Actin sample preparation
The assembly of actin filaments was triggered by mixing globular (G-)actin (7.5 �M) purified
from rabbit skeletal muscle [53] in an actin polymerization buffer solution containing 80 mM
piperazine-N, N’-bis(2-ethanesulfonic acid) (PIPES), 4 mM MgCl2, 75 mM KCl, and 1 mM
EGTA, at pH 6.8. Actin was allowed to assemble for 1 hour at room temperature. Before depo-
sition, the filaments were diluted to a final concentration of 1 �M in actin polymerization
buffer. A 5 �L drop of the actin solution was deposited on electron microscopy grids, allowed
to adsorb for 1 min at room temperature, rinsed 5 times with milliQ water, and blotted dry.

Microtubule sample preparation
Lyophilized porcine brain tubulin (Cytoskeleton, Denver USA) was resuspended at 50–
100 �M in MRB80 buffer (80 mM PIPES, 4 mM MgCl2 and 1 mM EDTA, at pH 6.8), snap-fro-
zen and stored at -80 �C. Stabilized microtubule seeds were prepared using the slowly hydroly-
sable GTP analogue guanylyl-(��,��)-methylene-diphosphonate (GMPCPP), following the
double cycle protocol as described in Ref. [54] and using 20 �M tubulin of which 12% was
Rhodamine-labelled. To increase the average microtubule length, 20 �M tubulin was mixed
with 1 �L of the GMPCPP seeds and 1.7 mM GTP in MRB80 buffer. Following incubation for
30–60 minutes at 37 �C, a 5 �L drop of the microtubule solution was deposited on electron
microscopy grids, allowed to adsorb for 1 min at room temperature, rinsed 5 times with milliQ
water, and blotted dry.

Collagen sample preparation
Collagen networks were reconstituted by polymerizing commercially available collagen
extracted from bovine skin, with and without telopeptides–TeloCol and FibriCol respectively–
(CellSystems, Germany). To trigger polymerization, the collagen solution was mixed on ice
with 0.1 M sodium hydroxide (NaOH) and with phosphate buffer saline (PBS) to reach a final
pH of 7.3–7.4, as measured by a pH meter. MilliQ water was added to top up the solution to
the final volume. During the pH adjustment, samples were kept on ice to prevent premature
polymerization of collagen. Fibril assembly was initiated by placing the samples in a closed
container (comprised of the cap of a closed Eppendorf tube placed upside down) for at least 2
hours at 37 �C. The collagen fibrils were transferred to the electron microscopy grid by peeling
off the collagen gel drop surface with the grid. The sample was then rinsed 5 times with milliQ
water and blotted dry.

Scanning transmission electron microscopy (STEM)
Imaging was performed using the High-Angle Annular Dark-Field mode (HAADF) on a Ver-
ios 460 electron microscope (FEI, Hillsboro, OR, USA). The beam current was set to 100 pA
and pixel dwell time to 3 �s, resulting in an electron dose of 400–1000 e-/nm2 with a
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convergence semi-angle of 2–10 mrad, depending on the specimen. To achieve molecular
mass determination, the collected electron beam signal was calibrated using Tobacco Mosaic
Virus (TMV, kindly provided by Jean-Luc Pellequer) as an internal mass calibration standard.
In all samples, a drop of 2 �L of TMV solution (25 �g/mL in PBS) was added to the carbon-
coated copper grids (Ted Pella, Redding, CA, USA) prior to sample deposition. TMV was
allowed to adsorb onto the grid surface for 1 minute at room temperature, rinsed 3 times with
miliQ water, and blotted dry. For imaging of Fd bacteriophages (kindly provided by Pavlik
Lettinga), a 5 �L drop of a solution containing Fd rods in PBS was deposited on the grid con-
taining TMV, allowed to adsorbed for 1 min, rinsed 5 times with milliQ water and blotted dry.
For the actin and microtubules samples, the grids were first pretreated by placing them in a
humidified chamber for 36 hours before use, to reduce the hydrophobicity of the carbon layer,
and improve sample adsorption. After TMV adsorption and washing steps, a drop of 5 �L
assembly buffer was added on the grids to keep them wet until sample deposition. Grids used
for collagen samples did not require these extra steps in the preparation. For all samples, the
imaging was performed within 2 hours following sample preparation.

Atomic force microscopy imaging
After imaging the collagen samples with STEM, the grids were imaged by Atomic Force
Microscopy (AFM) in contact mode in air, using a Veeco Dimension 3100 AFM. The scanning
rate was set to 0.5 Hz, with a scan resolution of 512x512 pixels. Images were acquired with a
SNL cantilever with a nominal spring constant of 0.06 N/m (Bruker).

Filament tracking and mass determination
The unprocessed HAADF images were analyzed with custom mass mapping software written
in Python. The software is freely available upon request and available to download from
GitHub. Images are loaded and cropped to the area of interest. Then, the edge detection and
tracking is performed by selecting an appropriate size for the kernel function, which will
smooth and compute the gradient of the image; the threshold for the canny edge detection algo-
rithm is chosen with the aid of visual validation of the tracked edges. The skeleton is tracked by
choosing the size of the smoothing Gaussian kernel, and the threshold for converting to the
binary image that will be skeletonized is validated with the aid of visual inspection. A local linear
fit is performed around each skeleton point, and the intensity profile for each cross-section is
retrieved. In between each step, undesired regions can be discarded from the analysis. At this
stage, results are saved, and they can be loaded into the analysis module of the software, where
mass mapping can be done, or analyzed with other custom tools based on Python. For mass
mapping, a final visual inspection of the quality of the tracking is performed. The calibration
constant for the conversion from image intensity to mass is computed by selecting the reference
structures (TMV or Fd) in the image and comparing the integrated intensity values to the
known mass per length. If there are no references in the image, but the calibration constant is
known, it can be manually introduced. The resulting mass per length values, intensity, as well as
the width, skeleton and edge coordinates for each cross-section in the tracked filaments are
saved in a results file. All of the subsequent data processing (histograms, averaging, data fitting,
plotting) was performed in Python, independently from our software.

Supporting information
S1 Fig. Distribution of mass per length values for Fd-bacteriopage filaments, used as an
internal calibration standard.
(PDF)
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S2 Fig. Atomic force microscopy of collagen fibrils.
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S3 Fig. Collagen fibril packing regimes.
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S4 Fig. Compilation of HAADF images from telocollagen and atelocollagen.
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S1 File. Quick user guide of the developed GUI code for filament tracking and mass deter-
mination.
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Huber K. Effect of ionic strength on the structure and elongational kinetics of vimentin filaments. Soft
Matter. 2018; 14: 8445–8454. https://doi.org/10.1039/c8sm01007b PMID: 30191240

49. Protopopova AD, Litvinov RI, Galanakis DK, Nagaswami C, Barinov NA, Mukhitov AR, Klinov DV, Wei-
sel JW. Morphometric characterization of fibrinogen’s �.C regions and their role in fibrin self-assembly
and molecular organization. Nanoscale. 2017; 9: 13707–13716. https://doi.org/10.1039/c7nr04413e
PMID: 28884176

50. Kouwer PH, Koepf M, Le Sage VA, Jaspers M, van Buul AM, Eksteen-Akeroyd ZH, et al. Responsive
biomimetic networks from polyisocyanopeptide hydrogels. Nature. 2013; 493: 651–5 https://doi.org/10.
1038/nature11839 PMID: 23354048

Assembly of filamentous proteins with scanning transmission electron microscopy

PLOS ONE | https://doi.org/10.1371/journal.pone.0226277 December 20, 2019 15 / 16
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